28/81/07 11:S1am P. QOB
Date of Report: 08/01/07
Date Received: 07/26/07
Project: % of Acid, PO# M117098, F&BI 707348
Date Analyzed: 07/27/07
RESULTS FROM THE ANALYSIS OF AQUEOUS SAMPLES
FOR PERCENT ACID
Sample ID Percent Acid
Laboratory ID
M117098A Sm. Tank 4.4
70734801 ~
M117098B Lg. Tank 8.5
707348.02
DRAFT
9

AKC-0006774



28/01/07 11:Slam P. 205

Date of Report: 08/01/07
Date Received: 07/26/07
Project: % of Acid, PO# M117098, F&BI 707348
Date Extracted: 08/01/07
Date Analyzed: 08/01/07

RESULTS FROM THE ANALYSIS OF ACID SAMPLES

FOR SPECIFIC GRAVITY
@ 15.56 °C
Sample ID Specific Gravity
Laboratory TD  °
M117098A Sm. Tank 1.10
707348-01
M117098B Lg. Tank 0.998
707348-02 '
6
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Analysis For Total Metals By EPA Method 200.8

Client ID: - Method Blank Client:
Date Received: Not Applicable Project:
Date Extracted: 07/30/07 T.ab ID:
Date Analyzed: 07/30/07 Data File:
Matrix: Water Instrument:
Units: ug/L: (ppb) Operator:

Lower
Internal Standard: % Recovery: Limit:
Germaninum 100 60

Concentration
Analyte: ug/L: (ppb)
Chromium <1
Nickel <1
Copper <1
Zinc <1
Iron (screen) <B
3

28/801/27 1ll:51lam P. 224

Alaskan Copper Works
% of Acid, PO# M117098
J7-269 mb

17-269 mb.012

ICPMS1

HR

Upper
Limit:
125

DRAFT
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Analysis For Total Metals By EPA Method 200.8

Client ID: M1170988B Lg. Tank Client:
Date Received: 07/26/07 Project:
Date Extracted: 07/30/07 Lab ID:
Date Analyzed: 07/30/07 Data File:
Matrix: Water Instrument:
Units: ‘ ug/L (ppb) Qperator:
Lower
Internal Standard: % Recovery: Tanit:
Germanium 96 60

Concentration

Analyte: ug/l. (pph)
Chromium 13,300,000
Nickel 12,100,000
Copper 1,820,000
Zinc . <10,000

Iron (screen) 50,100,000

28/831/87 11:Siam P. 223

Alaskan Copper Works
% of Acid, PO# M117098
707348-02 x10,000
707348-02 x10,000.024

ICPMS1
HR
Upper
Limit:
125

- DRAFT
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Analysis For Total Metals By EPA Method 200.8

Client ID: M117098A Sm, Tank Client:
Date Received: 07/26/07 Project:
Date Extracted: 07/30/07 Lab ID:
Date Analyzed: 07/30/07 Data File:
Matrix: Water Instrument:
Units: ug/L (pph) Operator;
Lower
Internal Standaxd: % Recovery: Limit:
Germanium 84 60
Concentration

" Analyte: ug/L (ppb)
Chromium 2,170,000
Nickel 3,940,000
Copper 2,330,000
Zinc <10,000
Iron (screen) 19,400,000

1

og/el/a7 1l:Slam

Alaskan Copper Works
% of Acid, PO# M117098
707348-01 x10,000
707348-01 x10,000.023
ICPMS1

HR

Upper
Lixait:
125

DRAFT
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